
Students’ worksheet
Polymerization – polycondensation.
Task1: Prepare the famous polymer – analogy of polyamide nylon.

Chemicals and aids: solution of adipoylchloride in hexane, aqueous solution of hexane-1,6-diamine, beaker, glass bar, tweezers
Procedure: 

1) Pour solution of adipoylchloride in hexane into narrow higher beaker.

2) Pour carefully aqueous solution of hexane‑1,6‑diamine into the beaker with solution of adipoylchloride under the layer of hexane.
3) Thin layer of synthetic polymer is formed at interface of both of the layers.

4) Take the polymer by tweezers and pull it out above the surface of the solutions and coil it on the glass bar.
Observation: 

Results and discussion: 


Questions:

1) What are mechanical properties of formed polymer?


2) Which group of polymers the prepared polymer belongs to?

Conclusion:
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